Not Seasonally Adjusted

Exhibit 5. U.S. Imports For Consumption of Monitored Steel Products
Quantity in metric tons/value in thousands of dollars. (-) Represents zero or less than one half of measurement shown. Details may not equal totals due to rounding.

2013 2012
August July July August July
Preliminary Preliminary Final Final Final
Commodity
Grouping Quantity Value Quantity Value Quantity Value Quantity Value Quantity Value
Total Selected Commodities | 1,883,012 1,594,462| 1,629,192 1,433,540 1,670,308 1,460,144 1,741,940 1,669,769| 1,763,224| 1,761,904
Carbon/Alloy Products
Flat-rolled Products 1,384,026 970,906| 1,157,798 835,118 1,195,080 859,008 1,276,099 997,233| 1,290,852 1,025,027
Flat-rolled -- Slab 573,114 285,960| 445,485 232,565 445,485 232,565 544,374| 333,959 472,929 298,184
Flat-rolled -- Plate 47,794 44,203 53,430 48,731 53,430 48,731 132,165 123,999 101,786 99,326
Flat-rolled -- Hot-Roll 344,853 232,916 328,091 213,552 364,529 236,628 245,110 176,477 382,438 277,542
Flat-rolled -- Cold-Roll 100,127 88,524 81,743 76,974 81,759 77,000 101,874 92,671 83,605 83,226
Flat-rolled -- Coated 269,633 263,422 191,226 198,692 191,633 199,026 206,973 216,239 211,708 221,277
Flat-rolled -- Tin Mill 48,506 55,880 57,824 64,604 58,244 65,058 45,604 53,888 38,387 45,472
Hot-rolled Bar 156,949 151,920 208,177 183,046 212,010 185,755 163,944 173,305 140,058 160,765
Cold Finished Bar 16,118 27,347 15,609 26,982 15,609 26,982 18,217 33,103 22,847 39,132
Rebar 97,490 56,338 44,693 27,743 44,693 27,743 52,167 33,095 33,365 21,936
Welded Pipe 181,975 206,033 154,680 175,168 154,682 175,173 182,417 231,391 221,297 292,636
Fittings and Flanges 29,530 104,866 29,600 101,311 29,600 101,311 31,079 111,222 35,256 125,093
Stainless Steel Products
Bar 11,370 52,775 12,431 57,072 12,431 57,072 12,094 60,007 12,779 63,828
Rod 1,740 6,020 2,143 6,781 2,143 6,781 1,577 7,537 3,092 13,190
Wire 3,815 18,257 4,061 20,318 4,061 20,318 4,345 22,875 3,677 20,297
July 2013 Cumulative July 2012 Cumulative
To Date - Final To Date - Final
Commodity
Grouping Quantity Value Quantity Value
Total Selected Commodities 12,016,778 10,622,347 13,216,744 12,901,241
Carbon/Alloy Products
Flat-rolled Products 8,468,198 6,108,039 9,550,800 7,648,696
Flat-rolled -- Slab 3,341,489 1,748,772 3,904,264 2,445,685
Flat-rolled -- Plate 486,995 439,224 720,955 742,301
Flat-rolled -- Hot-Roll 2,034,236 1,356,591 2,353,060 1,781,711
Flat-rolled -- Cold-Roll 664,910 589,866 680,277 649,119
Flat-rolled -- Coated 1,563,034 1,548,613 1,582,911 1,667,538
Flat-rolled -- Tin Mill 377,533 424,974 309,332 362,342
Hot-rolled Bar 1,223,101 1,114,707 1,132,237 1,256,773
Cold Finished Bar 120,999 208,060 173,089 306,465
Rebar 620,858 375,514 595,041 393,507
Welded Pipe 1,254,191 1,520,419 1,415,120 1,862,733
Fittings and Flanges 211,957 743,908 217,366 765,493
Stainless Steel Products
Bar 76,366 361,202 90,445 456,180
Rod 15,216 54,699 16,996 71,396
Wire 25,892 135,798 25,650 139,998

NOTE: Data shown reflect imports of steel products from all countries included in the monitored steel categories, regardless of whether the product or
country is subject to the safeguard measures. See the cover report specifically explaining the current month's preliminary steel imports trade data or
www.census.gov/foreign-trade/Press-Release/steel_index.html.
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